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Mr. Kike Benoit
Cadence Chemical Resources, Inc.
P. 0. Box 770
Michigan City, Indiana 46360

Samples received
November 22,1983

[TEI-16039.05] HUK - Composite of Chem Fuel.
three months 10/14/83

t

Samples from last

Chlorinated pesticides, ug/g < 1.0

PCB's, ug/g < 0.1

Dioxins, ug/g < 0.1

fJote; Results based on spike recovery of 86%
-
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{;r. Mike Cenoit
Cadence Cheniicel Hcscurces, Inc,
P. 0. Sox 770
K^c^.^t;^n City. Indiana 453C0

Semples received 
November 22,1933 .

[iEI-15D3r-.05] ‘.’OK - Corpcsite of Cherr. fuel samples from last
3 r.onths 10/14/E3

Total Chlorine, % 2.70
Arsenic, ppm < 1.0
r.ercury, ppir. 0.20 >

. Boron, ppm 1.5
Cadmium, ppm 9.8
.•'.eonesiuD, ppm 113
Zinc, opa 204
Silicon, ppm 315
Copper, ppc 45.2
Uickel, ppm 2.8
r.anoanese, ppm 7.0
Cal ci urn, ppm 135
Kolybde.Ttn, ppm 5.6
Cobalt, ppm 8.3 -
Aluminun, ppm 78.9 -
TitaniLHo, ppm 793
Va.nadium, ppm <1.0
Cl'iromium, ppm 67.3
Iron, pp-Ei 232

' . /Xead," ppa”;f/■-■-"r '^'“7"'“ ~ ■■ 1 .y.— I " 271 :i7
Barium, ppm 170
Carbon, % 66.61
Hydroger., - 9.89
Ogygen, % 14.89.
i-itrogen, % 0.80

.




